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Standard
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Requirement Results Judgement
TLLANR ST GB/T 30127-2013 iy
>0.88 0.88
LT ARSI TH(C) GB/T 30127-2013 P
>1.4 1.7

LUh=EA

fit#E Approved by

i

Wang Baojun (Director)

TACAGIGA N R AE 1 5T, AR HARIZER TT{T. This reportis valid only for the samples delivered by dients.
MR A T U, NTWERE 2 B 15 BN MRS, @A E 2, If there is any objection concerning
the report, itis required that the objection should be put forth to the center within 15 days from the reception date of the
report.

BRARZ PSR, ARHRAE R 2 SR B ¥ 1 1 B A EE I = 45 SR (M A 78 [« Measurement uncertaintyis not considered on
the results and conformity assessmentin the report unless required by the customer.
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PEMIEESSEGHERREEERENPL Chinatesta Textile Testing & Certification Services  Tel : 010-65002813 400-086-0486
HH O S EaE Add : No.3 Yanjingli Middle Street, Chaoyang District, Beijing 10025, China Fax : 010-65076599
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